
                              Kittiwake Paint Sample Analysis Results 
                                  Analytical Method SW-846 8082 

Sample 
ID 
 

Location 
Frame 

Location 
Description 

Color 
Type 

Result Aroclor 
Type 

001K 1-51-7 Main Deck, Port 
Side 

Non- Skid < ND 

002K 1-51-7 Main Deck, Port 
Side 

Deck Gray 
Paint 

< ND 

003K 1-84-2 Valve Body, Port 
Main Deck 

Yellow 
Paint 

< ND 

004K 1-78-2 Port Green Double 
Valve, Main Deck 

Green 
Paint 

< ND 

005K 1-74-2 Hatch, Port Side 
Main Deck 

Yellow 
Gray Green 
Paint 

< ND 

006K 1-56-2 Gold Piping, Port 
Main Deck 

Gold Piping < 3 mg/Kg 1268  

007K 1-39-02 Fwd Port 
Deckhouse, 
Exterior 

Gray Paint < ND 

008K 01-36-2 Second Deck 
Exterior  

Non- Skid < ND 

009K 01-46-1 Overhead, Exterior, 
Stbd 

Gray Paint < ND 

010K 01-72-0 Second Deck, Aft, 
Deck House, Fire 
Valve Bank 

Red Paint < ND 

011K 02-46-1 Exterior Blkhd 3rd 
Deck, Stbd 

Gray Paint < ND 

012K 02-58-0 Deck Coating Behind 
Deck House Midship 

Black Non-
Skid 

< ND 

013K 02-46-4 Interior of Hatch, 
Pilothouse, Port 
Side 

Blue Paint < ND 

014K 02-40-4 Interior Pilothouse PRC Deck 
Coating 

< ND 

015K 02-41-4 Blkhd, Port 
Pilothouse Interior 

Black Paint < ND 
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016K 03-48-0 Top of Aluminum 
Locker 

Gray Paint < ND 

017K 03-46-0 Base of Compass 
Repeater 

Mixed 
Gray Non-
Skid 

< ND 

018K 02-39-02 Overhead (under 
lagging) Pilothouse 

Gray Paint < ND 

019K 01-50-1 BLKHD, Electronics 
Room, STBD 

Offwhite 
Paint 

< 4 mg/Kg 1254 
2 mg/Kg 1260 

020K 01-48-0 Passageway Deck Blue PRC < ND 
021K 01-69-0 Fan Room Deck Red Oxide < ND 
022K 01-69-0 Fan Room Overhead White 

w/Red 
Primer 

< ND 

023K FWD STBD 
Float 

FWD Orange Stbd 
Float 

Orange 
Paint 

< ND 

024K 1-33-0 Base of Winch, Fwd 
House 

Gray Paint < ND 

025K 1-33-0 Deck at Base of 
Winch 

Red Oxide < 8 mg/Kg 1262 

026K 1-33-2 Winch Room, at 
Port Side Hatch 

Red Oxide 
Deck 

< ND 

027K 1-33-0 Port Winch Drum, 
Forward Winch 
Room 

Gray Paint 31 
mg/KG 

12 mg/Kg 1260 
19 mg/Kg 1262 

028K 1-33-2 Interior BLKHD, 
Winch Room 

White 
Paint 

< ND 

029K Anchor 
Windlass 

Base of Anchor 
Windlass, Gearbox 

Gray Paint < ND 

030K Bow Capstan Bow Capstan Under 
Oil Plug 

Gray Paint < ND 

031K Stern Capstan Stern Capstan 
Under Gearbox Oil 
Plug 

Gray Paint < ND 

032K Deck Under 
Rear Capstan 

Gray Deck Area 
Under Drain Plug, 
Rear Capstan 

Gray Deck 
Paint 

< ND 

033K Stbd Bearing Stbd Drum Bearing Gray Paint < ND 
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Block on Towing Winch 
034K Aft Stbd 

Capstan 
Stbd Aft Capstan Gray Paint < ND 

035K Aft Port 
Capstan 

Under Oil Plug to 
Gearbox 

Gray Paint < ND 

036K Towing Winch Gearbox On Towing 
Winch 

Gray Paint < ND 

037K Aft Port 
Capstan 

Cover on Aft Port 
Capstan 

Gray Paint < ND 

038K 1-63-2 Galley Access 
Hatch to Stack 

Brown and 
Green 
Paint 

< ND 

039K 1-63-2 Pipe Inside Galley 
Access To Stack 

Aluminized 
Paint 

< ND 

040K 1-60-0 PRC Coating In 
Galley 

Speckled 
Brown PRC 

< ND 

041K Base Of Pumps Base of Steering 
Gear Hydraulic 
Pumps 

Gray Paint < 1 mg/KG 1254 

042K 2-124-1 Steering Gear 
Compartment Frame 

Red Oxide < 1 mg/Kg 1254 

043K Steering Ram Port Steering Gear 
Ram Base 

Gray Paint < ND 

044K 3-95-0 Shaft Pillar Block 
Bearing Housing, 
Shaft Alley 

Red Oxide < ND 

045K Frame 82, 
Port Side  

Shaft Alley Shell 
Plate, Port Side 

White 
Paint 

< ND 

046K 2-107-1 Bulkhead, Diving 
Locker 

White 
Paint 

< 3 mg/Kg 1254 

047K 2-91-1 Bulkhead Off Tan 
Paint 

< ND 

048K 2-88-1 Storage Locker at 
Hatch, Deck 

Deck Gray 
Paint 

< ND 

049K 2-88-2 Storage 
Comparment Shelf 

Red Oxide 
from Shelf 

< ND 

050K 2-88-0 Overhead White 
Paint 

< 3 mg/Kg 1254 
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051K 1-83-0 Rear Decompression 
Chamber 

White 
Paint 

< 2 mg/Kg 1254 

052K 1-88-2 Bulkhead/Overhead, 
Controller and 
Resistor Room 

Off White 
Paint 

< 5 mg/Kg 1262 

053K 1-87-0 Green Air Flask In 
Rear of 
Decompression 
Chamber Room 

Green 
Paint 

< 1 mg/Kg 1254 

054K Decompression 
Chamber 
Comp. 

Black Piping for 
Decompression 
Chamber 

Black Paint < ND 

055K Decompression 
Chamber 
Comp. 

Silver/Aluminized 
Paint From Piping to 
Chamber 

Silver/ 
Aluminized 
Paint 

< ND 

056K Decompression 
Chamber 
Piping 

Green Paint From 
Decompression 
Chamber piping 

Green 
Paint 

< 1 mg/Kg 1254 
1 mg/Kg 1262 

057K 1-75-2 Bulkhead in Welding 
Shop 

Black Paint < 1 mg/Kg 1254 

058K 1-75-2 Bulkhead in Welding 
Shop 

White 
Paint 

< 1 mg/Kg 1254 

059K 1-67-0 Bulkhead In 
Laundry 

White 
Paint 

< 1 mg/Kg 1254 

060K 2-75-2 / B-
204-E 

Deck in Front of 
Lathe in Elec/Mach 
Shop 

Red Oxide < 1 mg/Kg 1254 

061K 2-75-2 / B-
204-E 

Bulkhead adjacent 
to Electric Test 
Bench in Elec/Mach 
Shop 

White 
Paint 

< ND 

062K 2-72-2 FWD Bulkhd, Elec 
Distribution Comp, 
Port Side, FWD 
Panel Access 

White 
Paint 

9 3 mg/Kg 1254 
3 mg/Kg 1260 
3 mg/Kg 1262 

063K B-204-E 
Frame 79 

Fuel Oil Piping, 
Propullsion Room, 
Port Side 

Yellow 
Paint 

< 2 mg/Kg 1254 
3 mg/Kg 1260 
2 mg/Kg 1262 
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064K B-204-E Main Propulsion 
Comp, Next to FWD 
Port Drive Motor, 
Piping 

Green 
Paint 

10 5 mg/Kg 1254 
5 mg/Kg 1260 

065K B-204-E Piping by Fire Pump, 
STBD side Main 
Propulsion Comp 

Red Paint 12 6 mg/Kg 1254 
6 mg/Kg 1260 

066K B-204-E Base of Reduction 
Gear, FWD Port 
Side, Main 
Propulsion 

Gray Paint < 1 mg/Kg 1260 

067K B-204-E, 
Frame 79 

Overhead, Main 
Propulsion, Lower 
Stbd Side 

White 
Paint 

108 5 mg/Kg 1254 
108 mg/Kg 1262 

068K B-204-E Mounting Frame, 
Stbd Side of Main 
Reduction Gear 

Red Oxide 16 5 mg/Kg 1254 
5 mg/Kg 1260 
6 mg/Kg 1262 

069K B-204-E 
Frame 85 

Stbd Rear Blkhd 
Behind Diesel 
Generator and Stbd 
Rear Main 
Propulsion Motor 

White 
Paint From 
Bulkhead 

< 4 mg/Kg 1254 
4 mg/Kg 1260 

070K B-204-E Base Of 3-268A 
SSDG, Stbd Side, 
In Elec Distribution 
Comp 

Red Oxide 
(from 
Deck) 

< 2 mg/Kg 1260 

071K B-203-E 
BLKHD 72 

Rear Upper STBD 
Blkhd, in Main 
Engine Room 

White 
Paint 

< ND 

072K B-203-E Port Steam 
Generator, Main 
Engineroom 

Aluminized 
Silver 
Paint 

< ND 

073K B-203-E 
Frame 68 

Main Engine 
Starting Air Piping, 
Upper Engineroom 

Black Paint < ND 

074K B-203-E CO2 Rack, FWD 
Port Main 
Engineroom, 

Red Paint < ND 

 5 



                              Kittiwake Paint Sample Analysis Results 
                                  Analytical Method SW-846 8082 

Adjacent to Boiler 
075K B-203-E Fuel Piping to Port & 

Stbd Day Tanks, 
Main Engineroom 
FWD 

Yellow 
Paint 

< ND 

076K B-203-E 
Frame 63 

Upper Deck, Port 
Side, Near Port 
Boiler, Main 
Engineroom 

Red Oxide, 
Deck Paint 

< ND 

077K B-203-E 
Frame 58 

Piping, FWD 
Engineroom, Stbd 
Lower Ladder 

Green 
Paint 

< 1 mg/Kg 1262 

078K B-203-E Exhaust Manifold 
on #2 Ships Main 
Engine 

Yellow 
Paint 

< ND 

079K B-203-E Base of #3 Main 
Engine 

Red Oxide < ND 

080K B-203-E 
Frame 69 

Lower Main 
Engineroom 
Overhead, Stbd 
Side, Above MG Set 

White 
Paint 

10 6 mg/Kg 1254 
4 mg/Kg 1260 

081K B-203-E 
Frame 62 

Bilge, Port, Aft of 
Centrifugal F.O. 
Purifier 

Red Oxide < ND 

082K 2-58-0 
A-204-AE 

Diver Compressed 
Air Piping, Air Flask 
Room 

Black Paint < 3 mg/Kg 1254 
3 mg/Kg 1262 

083K A-204-AE 
Frame 56 

Air Flask # 13 White 
Paint 

< 2 mg/Kg 1254 

084K 2-47-1 
A-204-AE 

Base of RIX Air 
Compressor, Frame 
47 

Gray Paint < 3 mg/Kg 1254 

085K 3-50-2 
A-2E Frame 
46-55 

Inside Shell Plating, 
Air Compressor 
Room 

Red Oxide < 1 mg/Kg 1254 

086K 3-46-0 
A-2E, Blkhd 
46 

Lower Air 
Compressor Room, 
Bulkhd 46 

White 
Paint 

< ND 
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087K 3-50-0 RIX Air 
Compressor, Lower 
Compressor Comp 

Gray Paint < ND 

088K 3-50-2 Lower Air 
Compressor 
Compartment 
Overhead 

White 
Paint 
(Overhead) 

< 2 mg/Kg 1254 
2 mg/Kg 1260 
2 mg/Kg 1262 

089K 2-47-1 Deck, Next To 
Upper Rix Air 
Compressor 

Red Oxide 11 4 mg/Kg 1254 
3 mg/Kg 1260 
4 mg/Kg 1262 

090K 2-44-2 Overhead, Chiefs 
Lounge 

White 
Paint 

< 3 mg/Kg 1254 
2 mg/Kg 1260 

091K A-203-27 
Bulkhead 46 

Admin Office White 
Paint 

< ND 

092K 4-34-0 Deck Paint, 
Storeroom 

Gray Paint < 4 mg/Kg 1254 
4 mg/Kg 1262 

093K 4-34-0 Overhead, Lower 
Storeroom 

White 
Paint 

< 2 mg/Kg 1254 

094K 3-35-1 Base of Refrigerant 
Compressor 

Gray Paint < ND 

095K 3-34-1 Deck Paint from 
Refer Compressor 
Room 

Dark Gray 
Paint 

< ND 

096K 4-44-2 
A-404M 

Deck, Ammo 
Magazine 

Gray Paint < ND 

097K 4-45-2 
A-409M 

Deck, Ammo 
Magazine 

Gray Paint < ND 

098K 3-37 
A-405-A 

Electronics Store 
Room  Bulkhead 

White 
Paint 

< 2 mg/Kg 1254 
2 mg/Kg 1260 
2 mg/Kg 1262 

099K 2-20-1 
Cargo Stores 

Anchor Windlass 
Below Deck Drive 
Motor Gearbox 

Gray Paint < 2 mg/Kg 1254 

100K 2-10-20 
A-201E, Frame 
22 Bosuns 
Locker 

Room In Bow Under 
Windlass, Deck 
Sample Frame 22 

Red Oxide < 3 mg/Kg 1254 

101K Bosuns Locker, Bosuns Locker, White < 2 mg/Kg 1254 
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Frame 26 Forward, Bulkhead Paint  
102K Bosuns Locker, 

Frame 10 
Bosuns Locker, 
Overhead 

White 
Paint 

< 1 mg/Kg 1254 

103K 1-49-1 Overhead, Chiefs 
Head 

Light 
Blue/Gray  

< ND 

104K 1-49-1 Bulkhead From 
Passageway 

Blue Paint < ND 

105K 1-48-3 Deck Paint From 
Storeroom 

Red Oxide < 3 mg/Kg 1254 

106K 1-48-3 Bulkhead From 
Storeroom 

White 
Paint 

< 2 mg/Kg 1254 

107K 2-36-1 Deck Behind Panel 
In Officers 
Stateroom 

White 
Paint 

< ND 

108K 4-27 
Sonar Room 

Deck Paint From 
Sonar Room 

Red Oxide < ND 

109K 4-27 
Sonar Room 

Bulkhead In Sonar 
Room 

White 
Paint 

< ND 

110K Frame 79 
 Electrical 
Dist Room 

Overhead , Stbd 
Side, Above 3-268 
Genset, SSDG 

White 
Paint 

18 5 mg/Kg 1254 
6 mg/Kg 1260 
7 mg/Kg 1262 

111K Frame 77 
Main 
Propulsion 

Overhead, Main 
Propulsion 

White 
Paint 

< 7 mg/Kg 1260 

112K Frame 79 
Main 
Propulsion 

Main Propulsion, 
Stbd Side, Frame 
79 

White 
Paint 

< 3 mg/Kg 1254 
2 mg/Kg 1260 

113K Frame 82 
Main 
Propulsion 

Base of Towing 
Machine MG Set, 
Frame 82, Stbd 

White 
Paint 

< 2 mg/Kg 1254 

114K Frame 82 
Main 
Propulsion 

Overhead, Port 
Side, Main 
Propulsion Room 

White 
Paint 

< 3 mg/Kg 1260 

115K Frame 75, 
Main 
Propulsion 

Overhead, Base of 
Port Ladder 

White 
paint 

< 4 mg/Kg 1254 

116K Frame 79, 
Main 

Overhead, Stbd 
Main Propulsion, 1 

White 
Paint 

< ND 
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Propulsion Foot Forward of 
Sample 067K 

117K Frame 78 
Main 
Propulsion 

Port Side Main 
Propulsion, Frame 
78, Shell Plating 

White 
Paint 

< ND 

118K Frame 72 
Elec Dist 
Compartment 

FWD Bulkhead, 
Frame 72, STBD 
Side 

White 
Paint 

< ND 

119K Frame 75 Port Side Hull Gray Paint < ND 
120K Frame 60 Stbd Side Hull Gray Paint < ND 

121K  Frame 73            Stbd Side Hull           Antifouling Paint <         ND 
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